NIM-2000 HYSTERESIGRAPH TEST REPORT
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Tenp | = 20 20 27 150 150 150 150 150 150 Te=t HNo. 20181030
Er | kiG= = 12.67 13.80 13.5%4 11.73 11.e6 11.66 11.70 11.72 11.71 6B1.1-20-1 B1.1-20-2
HcE | ke = 13.33 13.28 13.16 11.12 11.10 11.03 11.07 11.13 11.14 B1.1-20-3 B1.1-150-1
HeJ | ke = »27 .28 27 .47 »25.92 15.07 15.09 14.90 14 .86 14.93 14.95%5 E1.1-150-2 &1.1-150-3
{BHimax| MGOe= = 45 Y5 45 .30 44 .80 32.9% 32.59 32.45 32.67 32.91 32.9°2 Grade . 45EH
Material HdF=E
Hl: | kide = 23.17 23,32 22.02 14.483 14.63 14.23 14.19 14.37 14 . 44 Shape : Sguare
Hk-Hzq | = = g4 .9 g5 .0 g4 .9 95 .1 96 .9 95 . § 955 96 . 3 96 . 6 Size B .98x7 . 02mm
Te=st by
Checl by
Date - 2018-10-30

AmbientTenp. : 207
AmbientHumi . 50X




